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ABSTRACT

An experimental program was conducted to determine the melting
behavior of graphite, Data was obtained with an electric arc heater, and
a resistance heater over a pressure range from the triple point to approxi-
mately 320 atmospheres. Temperature measurements were made in the
arc heater environment with a scanning spectrometer while a recording
optical pyrometer was used for the resistively heated specimens. ATJS
and pyrolytic graphite were the test materials and argon and nitrogen
were the test gases. Within the accuracy of the data the resulis did not
show any discernible difference with gas environments. Arc heater data
showed a slight increase in melting temperature over that exhibited by the
resistively heated models. Values for the triple point were determined
to be 102 atmospheres pressure with temperatures varying between
41009K and 4300°K depending upon mode of heating and material.
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SECTION I

INTRODUCTION

The use of graphite to withstand the exireme thermal environments
encountered by advanced re- iry vehicles appears to be an attractive solution
to a most pressing problem area. Considerable data has been generated on
graphite performance at elevated temperatures both in the laboratory and from
experimental flight programs, Because of the severity of the flight environ-
ments however it has not been possible to simulate piroperly in laboratory
studies all the kev flight parameters so as to obtain a good indication of ex-
pected flight performance and thereby assure successful re-entry. Faced
with these conditions the designer is forced to rely on theoretical analyses
to predict expected performance in these severe environments, To obtain
credible predictions of course requires an accurate knowledge of material
properties; much data has been collected but more is required. The objec-
tive of the study repcrted herein has been to explore more fully the onset of
graphite melting at high temperature and pressure, - the occurrence of the
triple point and the location of the solid-liquid boundary on the phase diagram.

The melting of carbon has been a .ubject of investigation by scientists
3 for a number of years. In 1939 Bassat(1) reported an extensive series of ex-
W periments in which he heated carbon reds in an atmosphere of high pressure

& argon. By use of an optical pyrometer for temperature measurement and by
careful observation of the character of the rod after the experiment, he estab-
lished the grgghite—liquid-vapor triple point to be n(ﬁr 100 atmospheres Pres-
sure and 4000°K (7200°R). Later Steinle(2), Jones'S), Noda (4, Fateevald),
and Schoessow{®) conducted investigations in which the triple point was in-
dicated to occur between 100 and 140 atmospheres pressure and temperatures
in the range of 3670 to 4020°K. Jones(3) used an argon pressure chamber and
an electrically insulated guard heater ring around the test specimen. Temper
ture measurements were made by observing the surface within a black body
cavity drilled into the specimen material. Measurements of temperature were
made until elecirical failure. Noda{4) performed similar experiments w' "
small specimens also using specimen failure to establish the onset of melt.
Fateeva (5) used extremely small specimens (~1 mm diameter) and heated
them until failure. Temperature measurement was by two-color pyrometer
observations into a black body cavity. Provision was also made ior pressure
relief of vapor generation from within the specimen diameter. Onset of melt
was determined by the variation of the measured electrical resistance of the
specimen with electrical power applied.

Extrapolated vapor pressure data (7) (8) (9) on the other hand, at tempera-
tures near the previously accepted triple point temperature region of 4000°K
(7200°R)indicate the vapor pressure to be on the order of one atmosphere. To
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achieve vapor pressure values of 100 atmospheres(;or the tgiple point would
require surface temperatvres on the order of 5000 X (8000 R) based on extrap-
olations of these lower pressure data. These uncertainties in the solid-liquid-
vapor boundaries were the motivation for the present study.

In an attempt to resolve the apparent impasse presented by the different
data, the graphite melting phenomenon was explored by employing more than a
single heating technique. These investigations were aimed at eliminating some
of the variables, thus increasing the probability of compatibility betweern one
technique and another. The specific objective of the present study was to pro-
duce externally heated melted specimens and compare the results with data ob-
tained using the electrical resistance heating technique. The work was conducted
in the Envircnmental Sciences Laboratory of the General Electric Re-Entry and
Environmental Systems Division under the sponsor ship of the U.S. Air Force
Materials Laboratory.
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SECTION 11

EXPERIMENTAL APPROACH

A. Heating Techniques

As stated the objective of the present study was to explore the melting
phenomena of graphite using external heating techniques, and to attempt a
resolution of the data with data produced in studies employing resistance heat-
ing.  The techniques which were used to generate the } .._ting on the external
surface of the specimens were twofold namely heating by electric arc and
photon radiation from a ruby laser. The source of the arc radiation useu was
the GE Mk II High Pressure Arc (see Figure 1). Testing in the electric arc
was limited to approximately 180 atm pressure because of structural restraints
to the test chamber. The source of the laser radiation was a Maser Optics
Laser, Model No. 4500 shown in Figure 2, In the burst mode it could normally
operate with a 3/4 inch by 13 inch ruby rod and generate as much as 400 joules
of energy; however, it was necessary in the present study to use it with a
5/8" x T" rod which produced approximately 50 jou'ss of energy.

To obtain a comparison of results with externally heated specimens,
2 number of models were also heated resistively during the course of the study.
To minimize the formation of soot and the effect of temperature gradients in
the material, the specimen was housed within a guard heater whose heating
could be controlled independently of the model. The experimental apparatus
which was used for resistance heating is shown in Figure 3.

B. Test Materials

Two graphite materials were investigated in this study. They were
chosen to represent differing degrees of purity and were explored to examine
the magnitude of any effect of that parameter on the melting process. The
higher purity material was pyrolytic graphite (PG) manufactured by chemical-
vapor-deposition onto a purified graphite substrate from purified meti,ane or
natural gas. The second material examined was ATJ -5, a coke-base graphite
manufactured by the Union Carbide Corporation. A comparison of impurities
present in these materials is shown in Table L. The pyrolytic zraphite data
has been obtained by GE and is typical of commerciallv available material.
The ATJ-S measurements represent data obtained on the billet used in the
present program. Also shcwn in Table I for comparison are data for purified
ATJ material. It is evident from *he data that nominally ATJ-S contains one
to two orders of magnitude more alkali and elemental species than pyrolytic
graphite.
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C. Instrumentation

Surface temperature measurements in this program were made with
a scanning spectrometer and an optical pyrometer. A Warner and Swasey
Model 501 Scanning Spectrometer was used to monitor material temperatures
for the electric arc and laser heating modes. This instrument was operated
with detectors and filters which produced op:ical coverage of the specimen
emitted radiation from 1.4 to 3. 0 microns (indium arsenide) and 2.5 to 4. 4
microns (indium antimonide). From the large body of data that was generated,
surface temperatures were determined. In order to handle and process the
enormous amount of information obtained, it was necessary to automate the
data reduction procedure. Details of this are presented later in this report.

Additional measurements of temperature were made with a Leeds and
Northrop Model 8641 Automatic Optical Pyrometer. This instrument has a
null balance measuring system employing a fast responding photomultiplier
tube as a detector and includes an automatic gain control for optimum operation
over a wide range of radiant energy. Instrument response time limited its use
to the direct electrical heating teci..dque as the arc heating and laser heating
tests were conducted for relatively short times.




SECTION I

SPECIMEN HEATING BY ELECTRIC ARC

One of the sources for external heating of the graphite material was
an electric arc and the facility in which these heating environments were
generaced was the Mk II Arc Heater shown in Figure 1. Unlike most other
plasma facilities which generate the hetating environment by convection from
a high temperature plasma, the Mk II emploved direct arc column radiation
to raise the speci.aens to the melting condition. An added measure to this
heating method was an incremental amount of ohmic heating which resulted
from refinements which evolved during the course of the present study.
Initially the program employed arc radiation alone.

A. Arc Radiation Heating

The arrangement used for radiative heating in the Mk II arc facility
at the onset of the program is depicted in Figure 4. As with all plasma
facilities a continuous gas flow was required for the Mk II for proper operatio:,

Gas entered the reservoir chamber on the top and expanded through
the nozzle into the test section within the perimeter formed by the arc path
arbitrarily snown in the figure. Thereafter, it passed over the specimen,
and exited from the rear of the chamber. The perimeter of electric arcs
which provided the heatin~ are shown schema*ically in a plane nominally
normal to the flow direcuun at a location between the nozzle and the specimen.,

By controlling an eiectric arc in a high pressure environment a large
amount of radiative heat transfer can be generated. This can be shown by
referring to Figure 5 where arc radiant intensity is shown as a function of arc
temperature for a 100 atmosphere pressure environment. These results which
were obtained from Reference 10 apply tc the Mk II Arc Heater. Using these
data of Reference 10 calculations were made describing the energy available by
radiation from a high pressure arc source and in particular for the configuration
used in the Mk II arc heater. The results of this analysis show that radiative
heating rates of the order of 0 KW/cm?2 are ootainable in such a facility.

Values in excess of 9 KW/cm® have actually been measured.

Tests were run in the Mk Il arc heater set up in the manner shown
in Figure 4, whereby the heating was derived solely by radiation from the arc
alone. Both nitrogen and argon environments were used. The test mode was
subsonic thereby minimizing the velocity of the flow over the specimen to
increase the probability of containing the molten material on the specimen

5




surface during and atter test.

Initial operation was with a 1/16" diameter throat to keep th= flow
to a minimum; however, this did not provide sufficient mass flow to equilibrate
arc operation and electrical breakdowns (shorting) occurred. It was further
observed that the low flow through the 1/16" throat was not sufficien. to keep
the optical viewing path to the model fully purged of vaporized eiectrode matter
and clean at all times. To alleviate these conditions larger throa‘s, as great
as 1/4" diameter, were incorporated.

This arrangement created other difficulties; it was not possible to
keep the arc from being extinguished by the incoming cold gas. Ton alleviate
this an atiempt was made to guide the gas by the arc filamenis and over the
models. A sketch of the arrangement to do this is shown in Figure 6. While
this maintained arc operation it did not resolve all of the viewing port difficul-
ties. The electrode matter was kept out of the optical path, however, arc
radiation was not.

Contimied testing pursuing mechanical exclusion of arc illumination
did not succeed and further there was no evidence of surface melting of the
test specimens. To increase specimen heating required the location of the
specimen closer to the arc source. To do this, keep the arc from extinguish-
ing and minimize arc illumnation a different electrode arrangement was
employed. This is shown graphically in Figure 7.

Unlike the previous electrode geometry which produced a number of
arcs in a plane, the modified arrangement resorted to a single arc filament
stretching bet'veen a central rod and a concentric, annularly tapered surface.
With this geometry, gas entered tangentially into the upper electrode chamber
passing around the rod (ancde) and through the annular cathode. This mode
of entry for the gas enhanced arc rotation within the annular space between
the two electrodes, stretching and thereby constricting the arc filament.

The rapid rotation also resulted in uniform surface heating. In addition to
this gas flow a smaller fraction of gas {10-20%) was admitted through the
anode electrode to purge the optical path to the model of any carbon vapor
thereby assisting the measurement of surface temperature.

Using this electrode geometry it was possible to double the electrical
power be.ng dissipated and also to position the arc filament closer to the
specimen surface. The models which were also modified to minimize speci-
men heat transfer loss through conduction to the holder also helped to adain
higher temperature conditions. This latter modification was affected by
reducing the holder wall thickness to 1/32" and reducing specimen thi ness
to an 1/8". This was atout one-half the originai dimensions for both holder
and specimen. A typical modzl is also shown in Figure 7.




This method of performing the experiments clearly was an improve-
ment over the previous technique. Examination of specimens after test showed
evidence of resoiidification on the surface, A typical specimen is shown in
Figure 8. Furthermore the continued movement of the arc fi'lament over the
electrodes and the larger size of the electrodes minimized electrode degrada-
tion. This made it possible to run for longer times and ailowed for the use

of the optical pyrometer in addition to the spectrometer for measuring surface
temerature,

Although specimen heating was improved and melting occurred using
this approach the existence of undesirable arc reflections continued. The
various approaches that had been explored previously had included: a) the use
of 1 small orifice (throat) between the plane of the electrodes and the viewing
port; b) increasing the orifice thereby increasing the mass flow of gas to
isolate the arc nearer to the wall of the arc chamber; c) the use of cylindrical
extensions to the optical port moving the inlet of the port closer to the speci-
men surface; and d) an attempt to contain the arc in an annular region away
from the viewing port opening. All these were unsuccessful in eliminating
arc reflections; it was therefore concluded that the heated surface observed
by the optical sensors had to be totally isolated from the arc. To do this yet
locate the arc at the specimen for heating purposes required another change
in the testing technique. An arrangement was developed which not only pro-
duced heating due to arc radiation but also contributed ohmic heating as well.

B. Arc Radiation and Ohmic Heating

The test configuration that was finally employed is shown in Figure 9.
Basically, the end of the anode was sealed off with only four bleed holes pro-
vided to allow flow over th:: backside of the closed off electrode. By making
the face of the anode the test material it was exposed both to ohmic heating
and arc radlation. At no {ime during the nominal test time therefore was the
arc radiation detectable by the optical temperature sensors.

A test was conducted by focusing the sensors on the back [ace through
the regular optical window. After the arc heater was activated, the front sur-
face of the specimen was heated instantly and shortly thereaiter the rear sur-
face ten ~erature began to increase. The front surface quickly came to the
melt temperature (assuming the pressure level was adequate} and began to
recede, As this occurred the rear surface als) began to increase its tem-
perature very rapidly. The closer the two surfa~es approached one ancther,
the closer the rear surface temperatire approached that of the melting front
surface, When the two surfaces were approximately . 010" apart the tempera-
ture difference was of the order of 50°K (see Figure 10). As the front surface
broke through to the rear surface the temperature sensor signal decreased
rapidly due to the removal of radiation surface area and the cooling effect of
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flow *hrough the eroded specimen. This decrease in signal corti™med as the
orifice .n the specimen grew larger. Eventually it became negligible and
only increased again when the arc filament migrated into view. On some
occasions the arc extinguished itself from the increased flow through the
specimen. When these events occurred a test was terminated; typical sensor
signals recorded from a test are shown in Figure 11,

As mentioned, a test was terminated when the front surface eroded
completely to the back of the specimen. Since the heating time was adjusted
a priori to terminate a test when only part of the rear surface had been eroded
away, the resulting specimen at the end of a test had a hole i it (see Figure 12).
The material remaining on the front surface was characteristically similar to
that which occupied th2 opening pric - to its being eroded. By observing the
physical characteristics and the microstructure of such a specimen, it was
possible to ascertain whether melting had occurred. Specimens that had
experienced melting always had resolidified material remaining on the front
surface. This was similar in appearance to the photograph shown in Figure 8
for pyrolytic graphite and Figure 18 for ATJ-S material. Whereas the pyro-
lytic material formed definite droplets, the ATJ-S resolidification was in the
form primarily of smooth rivulets however there were also sume droplets.
In contrast to this any vapor deposition that occurred during a test showed
up as a fine powder on the suriace. The latter had very low adherence to the
surface as compared to the druplet or rivulet formations.

Earlier it was stated that the temperature gradient across the speci-
men ~pproached insignificant values as the {ront surface receded into close
proximity of the rear surface. This can be geen graphically in Figure 10,
The calculations plotted there are for ATJ material heated at the rate of
10 KW/cm? typical of the arc environment. The curves shown represent the
temperature distribution through the material as the {front surface heats to a
nominal temperature of 4000°K representative of the meilting value and is
maintained at that level. A.. »ugh the calculation did not take into account
surface recesgsion, the effect of the front surface moving towards the rear
can be qualitatively established by observing the temperature distributions
as X/L decreases to zero. It can be seen that the temperature difference
for the 1.0 and 1. 5 seconds of elapsed time (typical test times) is indeed
very small for X/L = 0 so that when the rear surface temperature is re-
corded, front surface temperature can be determined {from those values.




SECTION 1V

RESISTIVLE FEATING OF SPECIMENS

To study the meliug vhenomena by resistively heating the graphite
material it was necessary to design and fabricate a special test apparatus.
The resulting test chamber iz shown in Figures 3a and 3b, The design of the
unit provided for separately heated specimens and an annular guard heater to
minimize heat transfer losses from the specimen. " ais flexibility was arrom-
plished by designing two controllable ballast resistors {Figure 13) and placiag
one in series with the specimen and the other witi, the guard heater and then
connecting the specimen and guard heater circuits in parallel with each otter.
The electrica’ circuits were sized such that over 3500 amps could be drawn
from the battery power supply, and provision was made in the chamber design
for handling the high heat loads and the thermal expansion of the various parts.
Access for surface temperature measurements was provided through an optical
port located in the bottom of the chamber whii. ..e optical path was kept clear
by a purging arrangement. This was done by injecting the test gas through the
sight tube (see Figure 3b). The gas then passed intc the specimen compart-
ment, over the specimen and exited from the chamber. Entry of the gas at
the bottom with the guard heater arrangement was chosen to enhance the
normal free convection flow of any vapor within the test unit thereby moving

such vapor through the chamber as rapidly as possible before condensation
occurred.

The test procedure was initiated by pressurizing the chamber to the
desired value and maintaining a constant {low of gas through the optical port
using a controlled leak. Orifices as small as 0. 003" diameter were used for
this purpose and were located at the exit of the upper exhaust holes shown in
the drawing of the test chamber in Figure 3b. «fter pressurization, electric
power was applied in various combinations to both the guard and specimen
circuits and varying heating times were used. Curren! vaiues were increased
until specimen failure occurred. Usually this was ue to the onsei of melting
but in one or two instances electrical breakdown occurred without melting.

It was hypothesized that tne failure without melting was the result of fracture
at a flaw in the material or oue triggered by a microscopic {racture that had
occl.  €d during specimen fabricaiion. When the electrical power was shut

off the pressure in the chamber was maintained until the specimen aad cooled
down to low values of temperature. Throughout the test the internal surface
of the specimen was observed by an optical sensor and the temperature history
was recorded. Heating cycles varied from approximately 30 seconds to 3
minutes. Details of these are described later.
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ATJ-8 and pyrolytic graphite materiais were both tested using
generally the same specimen configuration. A number of arrangements were
explored and these are shown in Figu- 14, Initially the specimens were 1/2
inch cylinders with a cavity indentation as gkown in Figure 14a. As current
was applied to those specimens their temperature increased until for the
appropriate pressure levels melting occurred. At these high temperature
conditions thermal expansion occurred resuldng in a1 increase in specimen
cross section; in some cases specimens actually burst open as shown in the
sectioned mode! in Figure 15. This behavior was minimized by venting the
centrai portion of the specimer with a 1/8'" hole along the axis and radial holes
intersecting this at each end of the specimen (Figure 14b). This arrangement
provided reiief for the melt material and tended to decrease pressure gradients
across ‘“e material cross section. However, as the specimens advanced (0
the melt condition the vent holes and the viewing cavity filled with a combina-
tion of melt and deposited vapor. It was not clear whether these deposits were
affecting observativu of the specimen surface therefore,additional steps were
taken to eliminate this occurrence along with attempts to increase the heating
in the vicinity of the test cavity.

To get added heating the arrangement shown in Figure 14c which made
use of a smaller specimen was used, while the modification presented in Figure
14d was adoptec ‘o minimize or eliminate vapcr deposition, Notice that an
extra vent hole was added perpendicular to both the longitucinzl vent hole and
the viewing cavity for increased gas flow. Besides these specimen changes
the optical sight tube was extended through the guard heater to within 1/16" of
the cavity opening where the clean purge gas could more easily blow away any
vapor generated around the cavity. This arrangement, Figure 14d, was the
final configuration and the one used to generate the test data.

As indicated previously, optical observation of the heated specimens
was made at the interna! surface and due to the various cutouts in the center
of the tesi pieces, that location showed the earliest occurrence of the melting
condition. A typical specimen after test is shown in Figure 186.
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SECTION V

SPECIMEN HEATING BY LASER

'The pulsed laser used for these tests (see Figure 2) operated at the
ruby wavelength of 6943 A, It is comprised of a cylindrical ruby crystal which
gorves as the active medium, pumped by two 12 inch Xenon flash lamps mounted
in a doubly elliptical silvered flash cavity. The ruby crystal which is usuaily
used for urst mode operation is a 3,4 x 13 inch rod having one flat front face
and a chisel TIR cut on the rear. A second smaller crystal rod 5/8" x 77
having flat plane paralle: ends is generally used for the Q-switched mode.

A. Laser Facility Preparation

Because .2 laser was located in another part of the plant it was
necessary during this study to move the lager facility to the site of the high
pressure {est chambers. In additicn to comply with current laser safety
reguirements a separate room had to be constructed to house the laser in
the arc laboratory. Due to the large physical size of the laser and other
space limi@ations the ouiput of the laser could not be brought closer than
30 feet from the aigh pressure chamber.

Tests made on the large Vernuli grown ruby crystal (13" rod) indicated
that the quality of the material, and accuracy of the TIR chis ] cut were not
high enough to operate effectively over such a distance. The smaller 5/8 x 7
inch ruby rod was therefore modified so as to onerate in the burst mode. This
was accomplished by replacing the Pockel cell with a concave 10 meter focal
length dielectric reflector. In order to accurately align the resonant cavity
two precision optical alighment devices were installed, Adaptors were then
designed and fabricated which allowea the optical pnsitioners to accept either
Q-switched or burst mode optics with mirimaum realignment. The {ront
adaptor was also designed to hold any number of sapphire etalons without
imposing any distortion in the system.

An experiment was performed to determine the laser threshold energy.
It was found that using ten 375 microfarad (;:f) capacitors with nc series choke,
a minimum energy of 12, €75 joules was needed to obtain lasing. This was
determined by measuring the level at which incipient vaporization could be
observed on blackened Polaroid film. This threshold energy was also measured
as a function of the cutput reflectance of the resonance cavity. Best results
were achieved with two Czochrolski etalons. The beam divergence of the laser
was reduced by maintaining a large distance between the resonant reflectors
(approximately 5 feet) and limiting the exit aperature to a 3/4 inch diameter
opening.

11
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B. Laser Pulse Breoadening

In order to enhance the recording of good temperature data a long
(~ 10 millisecond) duration burst of laser light was desired. Since this is
approximately an order of magnitude ionger than standard burst mode lasers,
an attempt was made to modify the laser accerdingly. The method of approach
chosen called for the optical pumping of the laser to be modified 80 as to pro-
vide an intensity slightly greater than threshold for a period of iv milliseconds,

In order to meet this requirement 2 number of changes had to be made
in the flagshlamp energizing circuitry. The RC time constant of the circuit was
increased by connecting the flash amps in series as opposed to the original
independent paraliel configuration. Since in the former design each lamp was
pumped v a separate capacitor bank and triggering circuit, this entailed a
modification of the puiiping electronics. The flashlamps were rewired at the
laser head and the current routed so as to conform wiih the polarity require-
ments of the lamps. The capacitor banks were rewired so as to have six banks
containing {ive 375 f, 4 KV capacitors tied in series instead of the original
two banks. The emergency “ischarge, charging, control and interlock cir-
cuitry also required modificadons.

One of the major difficulties encountered in the modified mode of
operation was that a single trigger transformer was required to fire both
flashlamps. It was found that due to the higher impedence of this series
configuration, even with the trigger level set at maximum the lamps failed
to ionize. The two originai trigger transformers could not be wired in series
due to the inherent jitter in the system which prevented simultaneous firing.

In order ic provide the maximum signal and minimize transmission losses,

the trigger generator was moved as cloge as possible to the flagshlamps.
Although this relocation provided some improvement, the lamps still failed

to trigger reliably. The problem was finally eiiminated, however, by ingsuia-
ting the reflecting cavity {rom ground and connecting it to the positive terminzal
of the flashlamp. The resulting fields produced by the proximity of the charged
cavity assured reliable triggering of the lamps.

Once repeatable triggering of the laser had been obtaired a2 measure-
ment was performed to determine the minimum capaciter charging voltage
which would supply sufficient current to maintain ilash)amp ionization. This
voltage was found {o be approximately 500 volts and allowing for a safety
factor of two, the capacitor voltage was maintained {ust above 1, 000 volts.
Laser performance was then determined. This involved establishing both the
current-voltage characteristics of the flashlamps and making calorimetric
measurements of the laser photon output,

12
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€. Specimen Tests

Following laser calibration, experimments were conducted to impact
a material specimen in a pressurized chamber with laser energy. Due to the j
design of the pressure vessel the granhite test specimen could not be positioned
closes thaa 7 inches bebind the 3/4" diameter entrance window. For this reason ;
a relatively long focal length iens was used in order both to reduce the heam ‘
diam« ter sufficientiv to pass through the entrance window and also to focus the
beaws by us..g a pair of high quality lensec having minimum spherical aberation
at 6243 A and four to one focal length ratio., After a few shots, however, these
ienses showed rigns of severe degradation due to pitting near the central axis.
This was probably caused by light reflected from the curved surface of cne
lens being focused onto the other. In order to avoid further damage to the pair,
a single condensing lens was substituted in the remaining experiments.

Alignment of the laser optical system with the specimen was performed
by means of an auxiliary helium-neon lascr. Initial tests were conducted with
ATJ-S graphite, Pressure levels were in excess of 100 atmospheres and argon
was the test gas. A number of tests were conducted using this arrangement,
however, optical difficulties persisted and no melted specimens were generated.
Additional details are presented in the later discussion.

13
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SECTION VI

SURFACE TEMPERATURE MEASUREMENT

Specimen surface temperature measurements were made using two
different instrumentation techniques. This involved the use of the Warner and
Swasev Model 501 Scanning Spectrometer and the Leeds and Northrup Model
8641 Automatic Optical Pyrometer. Although the application of the former
was more complex and required considerably more effort to reduce the data,
it had the necessary rapid response to obtain data in the arc and laser environ-
ments. To handle the voluminous amount of data generated by the spectrometer
much of the data reduction procedure had ic be automated. The optical pyrom-
eter was initially used in both the arc and resistance heating tests, however,
as the study progressed arc test times decreased in length whereby the pyrom-
eter could no longer be used in those environments, The result was that
pyrometer data were obtained only with resistance heated specimens.

A. Description of Scanning Spectrometer

The Warner and Swasey Model 501 Scanning Spectrometer consists of
four major components which function together to provide data. They are an
energy collecting optical system, a Czerny-Turner type spectrometer, the
rotating scanner-drum and photo-detectors.

Radiation is collected by a Cassegrainian telesccpe; the secondary
mirror remains fixed while the primary can be adjusted for focucing. The
effect of this arrangement is to keep the image formed by the telescope always
in focus at the entrance slit of the spectrometer.

The spectrometer, because of the basic arrangement of its components
is called a Czerny-Turner. Dispersion is obtained with a grating ruled to dis-
perse the energy to a degree compatible with the detectors. The Warner and
Swasey instrument has a series of fixed-width slits at both exit and entrance
of the spectrometer - an innovation employed to identify slit widths with
absolute certainty, A scanning drum located at the midpoint of the optical
path in the spectrometer is belt driven by one of several motors. Maximum
driving speed provides approximately one scan per millisecond. On the
periphery of the drum are mounted 24 equally spaced pairs of mirrors with
each mirror of a pair facing the other at an inclination of 45 degrees with
respect to a common radius of the drura. The displacement of each pair as
the drum rotates produces the displacement of light necessary to produce one
scan. The dispersed energies are split and directed along two separate paths
to the detectors.
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The instrument can be installed with various detectors and is presently
operating with detectors whick are indium arsenide (1.4 to 3.0: ) and indium
antimonide (2.5 to 4.4 4 ). The two portions of the spectrum covered by the
detectors share a small region in the vicinity of 3 ' . Both detertors are re-
frigerated with ligquid nitrogen to increase their sensitivity.

The scanning spectrometer has several additional features, the most
impertant of these being a reference globar which functions as a self-contained
reference source. The globar has characteristic radiation that is quite gray
in the portion of the spectrum being employed.

B. Spectrometer Optics

Absolute measurements of spectral radiance were predicated on
filling the specirometer's Cassegranian ni:irror optical system. As long as
this condition was fulfilled the instrument could be uscd to make direct com-
parisons between an unknown source and a blackbody standard source. A
characteristic of the optical system is that it has a constant f number, so
the comparison did not have to be made at the same source distances, but
any differences in absorption along the optical path had to be considered.

Two conflicting requirements had to be met to fill the spectrometer
optics. First, the effective source image had to be sufficiently large to fill
the spectrometer entrance slit and secondly the source radiation solid angle
had to be such that the entire source was visible over the entire spectrometer
primary collecting mirror surface. To satisfy these bounds a stop plate was
made reducing the normal spectrometer optical opening from an effective
diameter of 4.5 inches to one of 3.5 inches. While this resulted in a 50%
decrease to the effective Cassegranian collecting area it established the
proper control of the radiation scurce. It produced ai. arrangement whereby
thermal gradients across the effective source were negligible and instrunient
alignment was not sensitive,

C. Temperature from Spectrometer Data

Data ohtained from the Warner and Swasey spectrometer were in the
form of repsa.ed scans of infrared emission in the 1. 4-3.0p and 2.5-4. 4 .
regions. The objective in data reduction was to convert this information to
temperature, vtilizing the Planck radiation equation. For this purpose the
output of the detectors was FM recorded on magnetic tape. The raw data
tape was then run through an analog-digital (A-D) conversion to produce a
new, digitized, tape and small scale analog plots from which specific scans
were selected for further processing. The selected digitized scans were then
processed by program SPECT to deduce absolute temperature,
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D. Analysis of Spectrometer 3ignal Interpretation

A body with spectral radiance N (watt/ cm?-str- S ) produces a
processed response S; of an integral number of digital “counts". The
relation between N, and S3 can be expressed as,

gA = NA 1:/\ R:« G (1)

where T, is the transmissivity of the optical path, R, is the respoase of
the radiation detector and G is system gain. The factor G is independent of
wavelength and is the product of all the grins or attenuations associated with
preamplifiers, recorder and A-D converter. The response factor can be
eliminated by taking the ratio of the signal from an unknown source (subscript u)
to that from a known temperature black body (sukscript b). This can be written

S

AL A _ ’&'_.t\( T;\,ug )( Gk> )
SA,b \N ‘/ tA,b Gb

A b

Further the spectrometer has mountsd within it a tungsien carbude ''glo-bar",
main ained at fixed spectral radiance, which can also be observed by the
detectors. Therefore, the relative response of an unknown source to a
known source (black body) at a fixed wavelength { A g), optical path, and
glotar ras‘ance, can be written in terms £ the ratic of the response of

each to the globar as

N

it ol TN (3)
o ~
:'V : b bb

Thus, globar reference scans supply a permanent record of comparative |
system grin, except for step changes made when switching from globar to
external source. Since the black body used for calibration was maintrined 3
at 10000C, its radiance was significantly weaker than that {rom the unknown

and additional gain was necessary with the black body sigmal to obtain com -

parable digital resolution.
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Now the Planck equation relates spectral radiance to temperature

as,

C.€
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"

(4)

where Cy and Cg are constants and € is emissivity ( € =1, €y is,
in general, a function of both A and T).

I
o = ¢ €
A Ny A° (5)
Then
‘\)‘,Ux _ ¢ N)‘ b
,( S T (6)
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Combining Eqs. (2), (3), (5), (6)
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Transmissivity ralio can either be determined by separate 87 actrom-
eter meagurements or made unity by observing black body and unknown
gources via equivalent optival paths., Thus emissivity is the only factor in
the expression which is not krown or sugceptible to direct measurement.

For simplicity in the duts racduction emissivity (€ ) was chosen to be unity.
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Setting € = 1 leads to a "brightneas temperature' which establishes a lower
bound on the true temperature of the radiating source. PRefcrring to Eq.(4)
this then pecomes

-
T - L
' /

: 8
. 7\,2,\\!+0(A)u) ®

Wavelengths actually used for temperature computation were restricted
t~ those locations on the wavelength scan from which the observed intensity was
insensitive to small changes in wavelength, thus minimizing the effect of small
errors in wavelength calibration. The actual wavelengths used for computing
temperature values were 2. 10, 2,15, 2,20, 2,25, 2. 30, 2. 35, 2,40, and 2. 45
microns from the short wavelength scans and 3. 05, 8.10, 3.15, 3.20, 2.25,

3. 30, 3..5, 3.40, 3.45, 3,50, 3.55, 3.60, 3.65, 3,70, 3.75, 3.80, 3.85, 3.90,
3.95, 4.00, and 4. 05 microns from the long wavelength scans.

A procedure was also worked out{11) for computin~ temperature based
on the slope of the intensity vs. wavelength curve assuming the source was a
gray body. This method could have eliminated the necessity for abgolute in-
tensity calibration or permitted computation of emigsivity. Unfortunately, the
infrared bands vhich were observed were quite far from the peak of the biack
body curve so that a very small error in siope resulted in a very large error
in temperature. Thus these results were unreliable and primary emphasis
was placed on absolute intensity measurements as discussed atove,

E. Spectrometer Vavelength Calibration

The wavefcrm of the cutput of each detector as shown in Figure 17
reflects the combined effects of detector responsivity, system frequency
respunse, cut-off filters and atmospheric absorption. For any contimious
radiation source the shape changes relatively littie with temperature and this

fact s utilized in establishing wavelength calibrations. Two types were
desired:

a) an initial calibretion to establigh reference poliits
on the spectra as precisely as possible

b) routine calibration using these refsrence poinis

performed for those scans from wiiich temperature
was determined

The iniii=! calibration made use of both filter absorption lines and arc lamp
emission lines of well known wavelength. The emission lines were assumed
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to have a matural profile and the absorption lines a Gaussian profile, The
curves assumed for the reference points were empirically chosen to fit the
observed spectra,

All observed spectra, including those used for 1nitial calibration :
were converted to digital form. Therefore location of a specific feature J
(e.g. a line peak) which might, in general, fall between sampled pcints,
was accomplished by least squares fit of an appropriate curve except for
tl.e initial ramps. The curves were all expressed in the form:

gy = 28 i 5

A -B ( 9)

Constants A and B were determined by defining a function {sc<e Reference 12)

F-2 iA +[B§<c,x¢-1*>]-g-L‘L

) (10
and setting

>k 5 - oF 4

A aB (11)

The parameter C is a characteristic of the particular feature being
fitted and was established directly from the aialog plots or from several sets
of digita. data. The quantity D i{s the wavelength (expr-ssed in units of digital
word spacing) of the feature of interest. Since f{C, x-D) wcs generally non-
linear, an automatic iteration procedure was used to :ind that value of D for
which the data best it the agsumed functions. In the cise of the initial ramps
the iniersection of & zero level line and a straight line fitted to the first {ew
peints on the ramp proved most reliable. Zero level was obtained on the

basis of a digital {iltering procedure developed by Martin (Reference1l) and
the ramp was determined by a least squares {it.




SECTION VI

RESULTS AND DISCUSSION

A. Arc Heating

As previously indicated a significant effort during the study was
directed toward the generation of material specimens which had experienced
melting. After trying a number of approaches the technique that was employed
to provide test data was that of using both arc radiation and ohmic heating to
raise the material to melting conditions and obtaining the temnerature of this
occurrence by monitoring the specimen hack face temperature during the
heating cycle. In this manner the temperature measurement could be made
without the concern that extraneous radiation from the arc itself would affect
the optical radiation measurement.

Data were obtained with both ATJ-S and pyrolytic graphite specimens
(ab-plane heated) and testing was perforr d using both argon and nitrogen gas.
The range of pressure explored in this phase of the work varied from 95 atm
to 180 atm, the upper limitation being established by the structural limitations
of the arc facility. Although arc testing was conducted over this range of
pressure it was cnly possible to generate sufficient heating to bring on the
onset of melt at pressures in excess of 135 atm. Since radiative heating is
a strong funcdon of plasma density level, it would appear that the radiance
dropped off rapidly beiow 135 atm. This is not at all conflicting with previous
statements made in this report about the radiance attainabie in high pressure
arcs. The information discussed previously referred to constricted arcs
whereas in the testing mode employed in this study, constriction, mechanical
or fluidized was smail. Nonetheless a considerable tmouni of data was cb-
tained on meilting at the elevated pressures,

Typical specimens tested in the arc environments with nitrogen are
shown after test in Figures 18 and 19, The ATJ-S specimens in Figure 13
represert specimen appearance before and after burn-through. Note in that
figure that the heating was applied uniformly axt-symmetrically and that the
burn-through started in the center of the specimen. Surface resolidificaticn
is visible in both specimens and shows up is solidified rivul~ts and occasional
spheres over the entire suria 2. The solidified material should be specimen
materiai and not hiolder material sinc 2 during test the {front surface of the
specimen was facing downwards. The resulting primary resolidification
pattern, namely the rivulets, may nave been influepCed by specimen orientation
in the {ucility,
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The pyrolytic graphite specimen in Figure 19 also shows the front
surface having reced2d to the back face. The photograph is looking normal
to the ab planes, The dark spot in the center is a piece of photographic
paper used to outline the hole in the specimen. Surface texture is clearly
different than that shown in Figure 18 for ATJ-S, Not only is there a lack
of a rivulet formation by the solidified liquid but the amount of solidified
matter on the surface is much less. The small dark spots that are visible
on the un-eroded material are solidified matter generally in spherical shape.
This difference between ti.> two materials indicates perhaps that the liquid
may not wet the pyroivtic graphite as well as it does ATJ-S. There is no
reason t¢ suspect any s.gniricant difference in liquid viscosity: more likely
it may be due to differences in surface roughness affecting the flow and
adhesicn of the melt. Arnother point of interest is the apparent high reflec-
tivity of the pyrolytic grapaite when compared to the ATJ-C material.
Whereas only the solidified melt is highly reflective on the ATd-S specimen,
the entire surface of the pyrolytic graphite has that appearance. Although no
oretest specimen is shown for comparison, the end of test reflectivity was
considerably greater. General appearance of both materials appeared to be
the same regardless of whether the tests were conducted in argon or .itrogen,
Details of the material microstructure are discussed later in the report,

Temperature observations of all specimens were made wiu. the
scanning spectrometer. Since the effective area on which the instrument was
focused was apprc simately 5% of the diameter of the front surface of the speci-
men, the gradient in temperature across the observed area should have beern
negligible, This should Le the case as long a. the front surface breaks through
to the rear surface of the specimen more or less on certer. 15 was the case
in all the tests that were performed. Slight dep:rtures {fron the exact center
should not have any significant effect. Examinaiion of the smapling time of the
spectrometer instrument als~ indicates negligible effects. Recession rate of
the test specimens was such that in ore scan of the instrument not more than
1-1/2 mils of the material would be eroded. Based upon the conduction cal-
culations discussed earlier this would wora out to be about 5°K change in tem-
perature during a scan at the melting conditions { ~ 4000CK).

B. Resistarce Heating

ATJ-S and pyrolytic graphite srecimens were heated resistively over
a range of pressure {rom 95 atm to 210 atm in both argon and -dtrogen environ-
ments. A typical specimen is shown in Figure 16 at the conclusion of a test.
The fracture at the location of the viewing port occurred during test and gen-
erally was the means by whi~h an experiment was terminated.

During the heating cycle there was no evidence of vupor obstructing
the optical path. The optical window, the steel sight tube and the graphite

21




extension were completely free of any vapor {soot) deposits. There was also
no indication of vapor deposition in the cavity at varicus time psriods into a
run. This was determined by aborting tests to examine for vapor devogits.

It was difficult however to detect the precise onsset of vapor deposition in the
specimen cavity. Thea first indication of any change in eonditicns was the
erratic behavior of the temperature and electrical power sensors. This
erratic performance lasted for approximateiy ons to five seconds. Immediste
test tex mination after the start of such behavicr always showed sonie evidence
of vapor deposition and resolidification in the test snecimen, The longer a test
continued once the erratic behavicr began, the more vapoy deposition and re-
solidification was present on the spe.imen upon cool down, At no time did a
specimen show melt at the end of 2 test without the senzor {luctuations occurring.

Even though there was considarable resolidified material on a specimen
at the termination of 2 test it was not possibie {c identify when the optical senser
was cbserving such material. Meiting was initiated within the thickness of the
specimen and progressed toward the outer diameter, however; since electrical
ccenditions were also changing as this occurred, the time when melt ghowed up
at the specimen suriace could not be pinpointed, While the light fluctuations
which occurred mught be construed to be representative of differences in the
reflectance of solid a2..d liquid material, since the optical sensor coura not
resolve anything smaller than a 0, 106 inch diameter {target area), precise
identification of mielt alone was not possible. Another factor to confuse the
issue is the possible occurrence of arcing across local failures in the specimen.
‘The intense vadiance of high pressure arcs was described earlier; this radiance
couid defiriteiy affect or ~ven override any differentiation i.. the radiation from
a solid or liquid surface. Incident light reflections were vigible off the face of
the temperaiure sensor, and this could Le nterpreted as a confirmation of the
occurrence of arcing. In the final analysis however since all the events de-

scribed happened in such rapid succession it was virtually impossible to affect
a complete resolution,

Specimens such as those shown in Figure 16 generally showed evidence
of large amounts of melt resolidified over the entire crosssection in the region
of the cavity, The material was usvally in the form of highly reflective globules.
In .nost cases a solidified concentyation was present in the graphite above the
optical cavity and gene:ally a large more or less spherical globule could be
found clinging to the upper purtion of the cavity., On many tests the melted
material appeared to rave flowed into the various drilled holes in the specimen
at the region of the cavity. Some of this material was collected and examined
microstruciurally. A discussion of such analyses is presented iater in thig
report.

Some difficulty was encountered in the testing of pyrolytic graphite
specimens in the resistance heater. Because of its anisotropic thermal
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characteristics it was difficult to heat the material without delamination
occurring. While heating cycles for both materials were very similar,
when fracture occurred and a test was terminated the pyrolytic graphite
specimens showed very little resistance to delamination. This was true
regardless whether the cavity was oriented normal to or in line with the
ab planes of the matsrial,

The optical cavity shown in the specimen in Figure 16 shows evidence
of vipor deposition. ¥ was indicated previously that the optical sight tube was
the iniet tube for gas flowing inio the test chamber. Although the flow was
minimal it was positive, Neverthelese while the sides of the cavity region
showed no evidence of vapor deposition there was evidence of vaper deposited
in the lengthwisa center hole througu the specimen in the vicinity of the cavity.

Various heating cycles were empioyed to control the presence of
deposited vapor. Both the guard heater and the specimen power were varied
independently. Low pewer levels were applied to both circuits initially (300-
500 amps) and then depending upon the test objective the power was either
increased slowly or rapidly until melt occurred in the specimen. While the
specimen was being heated varying conditions were impos .31 upon the guard
heater. Situations were examined in which the guard heater was held either
close to specimen {emperatire or at lower levels of temperature, as low as
the initial power-on values. This produced a guard heater temperature range
from 1000PK to 3300°K., Regardless of this, examination of the specimens
after test did nc? show any noticeable difference in vapor deposition. The
only apparent differeice was that it required less power to heat the specimen
to melt when the guard heater was held at the higher temperatures. One
explanation for the minimal sffect of the guard heater might be the fact that
the optical port was externded to the immediate vicinity of the test specimen
cavity in all the testing. In essence the finite velociiy of the purge gas as it
entered the specimen cavity may have been the controlling factor in minimizing
vapor condensation at that location.

{. plausible explanation of the vapor deposits seen on the specimens
after test is that they did not occur until the tests were terminated. This
might be inferred from examining Figure 16 where the vapor is shown on the
resolidified globule, This suggests that the molten material had to cool below
the vaporization temperature before vapor could condense upon it, This is
highiy probable since in all resistance tests the pressure was maintained well
aifter the specimen cocled down. Once the specimen fractured it lost power
and cooled rapidly. The guard heater circuit was still intact so that vapor
could have been generated before the operator disconnected the power. In
this manner the vapor could condense on the coeled specimen and would
support the theory that the vapor deposit did not hinder the observance of that
surface on which tie optical sensor was focused during heating.
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Examination of the specimens heated rapidly (as low as 30 sec) and
slowly (as long as 3 min) did not reveal any detectable difference in melt
temperature within the scatter of the data. The only effect of the rapid heating
was an indication of a lesser amount of vapor deposit on some models. However,
since it did not appear to affect the measured temperature values this slight

difierence in vapor deposition was not a factor in evaluating material perfor-
mancsa,

C. Laser Heating

The use of laser heating in this study did not produce the onset of
melting, During a number of the laser firings the entrance window to the
pressure chamber was found to be "burned' on the high pressure side. This
deterioration of the optics indicates that the pressurized gas was being ionized
to an unusualiy high degree. This type of breakdown frequently has been vb-
served in the case of high power Q-switched lasers but is quite unusual in
relatively low power burst mocz lasers such as the one used in this study.

The ionization was most clearly evident when an auxiliary lens was positioned
just behind the entrance window inside the pressure vessei, After the lager

was fired hoth the window and lens were severely degraded on their adjacent
surfaces, This seems to imply that dielactric breakdown of the argon (test gas)
was indvced by the high electric field of the laser beam and that the resulting
plasma was inhibited from expanding by the presence of the lens. The increased
ion concentration caused by this constraint in turn increased the absorptivity of
the plasma. It can thus be seen that this type of plasma formation within the
pressure chamber can significantly reduce the amount of laser energy which
reaches the test specimen. This rather unexpected high pressure phenomenon
has not been reported to date in the literature and should be investigated more
thoroughly before other quantitative iaser studies in high pressure environments
are attempted.

Microscopic examinations of test specimens impacted with the laser
show that vaporization occurred. This was evidenced by a slight surface de-
pression in the area of irradiation and the appearance of an anmular ring of
graphite dust surrounding the depression. The appearance of the dust on ine
surface can be explained from earlier photographic studies(13) in which high
speed pichwres were taken of the blow-off plume. In this study it was observed
that whereas the vapor wculd move off the surface at high velocity in a vacuum,
when the pressure was increased to one atmosphere, the plasma remained just
above the surface for relatively long periods of time. It would seem extremely
likely that at the high pressures utilized in this stndy that a portion of the vapor
would recondense on the cool surface surrounding the depression.

In retrospect it seems that a burst mode laser such as was used in
this study was not a suitable heating source. Furthermore it generated a
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pilume flow at the point of impact which would make temperature measurements
difficult to obtain even though none were attempied due to optical problems.

A better approach for future studies would be to use a large (~ 10 KW) con-
tinuous wave laser which could be adjusted so as to achieve the desired surface
temperatures. This would also eliminate the deleterious high pressure ioniza-
tion effects observed in this study. Such lasers have been developed since this
study was undertaken, but none was available for the present work.

D. Microstructure of Solidified Graphite

Selected samples of arc-heated, resistance-heated and laser-heated
specimens were sectioned, mounted in acrylic resin, and micro-polished to
permit examination of the structures resulting from the solidified liquid.
Selected views are presented in Figures 20 to 27, which show the types of
crystal morphology. No evidence of liquid was found with the laser-heated
specimens, althcugh thinning as a result of vaporization was evident.

Previous studies by Basset(1) , Noda(4) and Schoessow{6) used the
presence of highly perfect crystals or formation of globules as indications
of melting. In high-pressure studies, Bundy(14)showed that relatively large,
densely-packed crystals grow with ab orientation perpendicular to the solid-
liguid interface in superheated samples; these were epitaxial to the unmelted
particles when samples were heated with lower power inputs.

The observations in this study are consistent with the prior work and,
in addition, provide evidence for large volume contraction during solidification.
The morphology is identical to that observed on previous samples which were

heated by resistance or bv an arc at high pressure urZer conditions which were
less well characterized(15).

Figure 20 illustrates a typical large arop solidified from a resistance

heated specimen; note the shape suggesting "uckling of the surface due to

Jlume contraction during solidification. As iilustrated more clearly under
polarized light, Figure 21, the proportion of volume fill~d by crystals in the
material at room temperature is quite small, with some concentration of
crystals close to the surface. Quantitative metallography could be used to
estimate the density of the liquid based on the filling in of these samples,
however, since a part of the material was no doubt lost by vaporization on
cool down, there would be socme error in the analysis.

Figures 22 to 27 show structures typical of solidification on a surface.
Densely packed columnar crystals grew into the melt, and the remaining liquid
solidified as platelets with random orientation which impinged during growth
to form a low density brxwork. At the wall 2 fine-grained structure suggests
solidification of a liquid-solid mixture, and similar structure was often found
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in other portions of the droplets. A very fine crystalline material character-
istic of nucleation and condensation from vapor could be ciearly distinguished
from the material characteristic of solidification. Observations of the un-
polished surfaces of the plates showed growth steps and a smooth surface,

which led to the shiny appearance of the droplets when first examined after
the experiments.

Solidified liquid on the surface of the graphite samples could be
clearly distinguished by these characteristic forms, even when only a very
thin layer (not immediately apparent at low magnifications) coated the sub-

strate. The presence of liquid in samples of this type is relatively easy to
identiiy.

To pursue the microstructure analysis further, an examination was made
of a specimen with a scanning electron microscope. A solidified droplet was
chosen for this purpose. Fig. 28 shows growth or evaporation steps at high
magnification (2000X) on the basal planes of the graphite crystals both at the
surface and in the interior. It also shows that the crystals in this specimen
were very thin in some locations. Figures 29 and 30 show the appearance of
the droplet before and after sectioning with a razor blade (deformation tended
to cover some of the voids on the sectioned surface). Note that on the original
solidified surface (Figure 29) the crystals were stacked parallel to the surface
and tightly packed. On the othcr hand in the interior (Figure 30) the crystals
were thin flakes and widely separated. This crystal arrangement would tend
to support the speculation that while there would have been some evaporative
mass loss from the interior of the droplet during cooling after solidification,
it was probably heid to a minimum.

E. Phase Diagram

The experimental measurements of the temperatures at which melting
occurred along with the pressure levels of the occurrence were used to deter-
mine the solid-liquid interface of the phase diagram. A plot of brightness
temperature results is shown in Figure 31 obtained from arc heated and resis-
tively heated specimen data. Because of hardware pressure limitations the
arc data covers only the lower portion of the pressure regime. The occurrence
of melting was determined from physical observations of the surface of both the
arc heated specimens and the fractured cross sections of the resistively heated
specimens, corroborated by microstructural examination. Temperatures at
the onset of melting were determined as discussed earlier.

The establishment of the true values for the temperature at the onset
of melt is of course very difficult because of problems discussed earlier dealing
with the masking of the heated surface by the presence of carbon vapor or un-
certainties in the interpretation of the radiant emission from the surface. In
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the case of arc heated specimens the testing technique did not make it possible
to provide a "black body' cavity for the optical sensor. As a result it was
necessary to apply emissivity corrections to the brightness temperature

(¢ =1.0) results, In addition there is the concern that the presence of vapor
may have also affected the recorded data, Examination of specimens that had
"burned through' shewed evidence of some vapor deposition at the edge of the
resultant holes in the specimens, however, specimens that had not '"burned
through™ did not exhibit any vapor deposit on the observed surface. On the
basis of this, it seemed probabie that while the back surface was still whole,
that the gas flow over the rear surface prevented the migration of vapor into
that zone and that vapor deposition occurred after the opening in the specimen.

For thearc tests therefore it was necessary to employ an emissivity
correction to the results. From the spectrometer analysis emplnying Eqs. (4),
(5), and (7) the dependence of temperature upon emissivity can be determined;
this dependence is shown in Figures 32a and32b. For a given wavelength and
brightness temperature the parameter - can be obtained from Figure 32a
where upon the emissivity correction factor can be found in Figure 32b. Emis-
sivity values employed for ATJ-S were obtained from References16 and 17
where values for "graphite' are given and values for pyrolytic graphite were
obtained from Reference 18. Spectrometer data it was stated were reduced,
for spectral values between 2 and 4 microns yet the information on emissivity
in those regimes is incomplete. From Reference 16 data is presented which
suggest that an emissivity of 0. 89 for graphite at 3900°K is applicable over
the waveiength range from 0,25 to 1.8 microns. Since no other data was avail-
able in the literature that value was also chosen for the entire spectral range
of the spectrometer results for ATJ-S. For pyrolytic graphite, establishing
the rationale for the selection of emissivity was more difficult. In Reference 18
data are presented for ab-plane emissivity to 2. 5 microns and for c-plane emis-
sivity to 4. 5 microns for temperatures up to 1780°C. C-plane emissivity for
1200°C shows a peak of around 0, 92 at 1. 0 micron and decreases to 0. 76 at
4. 5 microns while at 17800C the peak is 0.8 at 1. 0 micron with a decrease to
0. 62 at 4.5 microns. The ab-plane emissivity at 1200°C is shown to peak at
a value of 0.7 at 0.8 microns decreasing to 0. 6 at 2. 5 microns while at 17800C
it again peaks at 0.7 at 1. 0 micron decreasing again to 0. 6 at 2.5 microns.
From these data one chserves that the two curves (ab and c-plane) approach
one another as temperature increagses., Further it shows that the ab-plane
peak emissivity remains unchanged and moves to higher wavelengihs as tem-
perature increases. With these trends no attempt was made to infer a spectral
variation in emissivity at temperatures two thousand degrees higher than the
available data. Rather a single value 0.7 was chosen., Since the back face of
the pyrolytic graphite specimens was roughened due to machining and sanding,
the value of 0.7 was picked as being an average between both c-plane and ab-
plane behavior and a mean over the wavelength range.
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Emissivity values determined as described above were employed to
reduce the arc surface temperature data. Specimen temperatures were first
obtained from the spectrometer data bv averaging spectral brightness tem-
perature values and then the corrections for emissivity were made to the average.

For the case of resistively heated specimens the same phenomena
must be examined. In those tests vapor deposition was clearly evident after
test in the region where the temperature of the material was being monitored.
In the earlier discussion of those experiments it was suggested, based upon
post test analyses and the examination of unfractured specimens, that vapor
deposition probably occurred after melting. The validity of this hypothesis
is difficult to establish, so that some question will remain as to whether the
measured radiative intensities of the surface were attenuated by the presence
of vapor. On the matter of emissivity, here too there has been some post
test speculation. Although a cavity was provided for the purpose of making
optical observations of the heated surface the diameter of the cavity that had
to be employed because of the field of view limitations of the optical pyrometer
resulted in an other than ideal ""black body' cavity geometry., In fact the effec-
tiveness of the cavity provided may have been negligible; the cavity did of
course provide access to the high temperature zone of the specimen. It was
concluded that an emissivity correction should also be made to the resistively
heated specimens. The basis for selection of emissivity values for the resis-
tance heated specimens follows from the data presented earlier from References
16, 17 and 18. Since the optical pyrometer employed in those .ests operated in
the 0. 65 micron region, the emissivity value of 0. 89 is appropriate for ATJ-S
at that wavelength., After examining the emissivity curves for pyrolytic graphite
at 0. 85 microns for both ab and c-plane material one is led to the conclusion
that the value of 0.7 used in the infra-red region is also the best value to use
at 0, 65 microns. Using these values the data were moduified accordingly.

The modified phase diagram results are shown in Figure 33. The
"corrected" temperatures show a shift of the solid-liquid boundary to higher
temperature, An increase of approximately 1509K is exhibited at the triple
point. The variation of the data with pressure is very insignificant although
there appears to be a slight positive slope with increasing pressure. The
primary effect exhibited in applying the temperature corrections was to change
the relative location of the pyrolytic graphite data with respect to the ATJ-S,
On the basis of brightness temperature the former indicates somewhat lower
melt temperatures than the ATJ-S; when the corrections were employed the
data show pyrosytic graphite indicating higher inelting temperatures than
ATJ-S. Obviously this shows a strong dependence on the emissivity factor.

It is ur‘ortunate that instrument limitations did not permit a smaller diameter
cavity .a the specimens for the resistively heated tests., This would have over-
come the apparent emissivity uncertainty.

Examination of the data with respect to type of heating shows higher
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temperatures were in general recorded in the arc tests. The effect of the gas
environment does not appear to be discernable at least within the scatter of
data. To attempt a closer examination on a point by point basis does not seem
warranted in view of some of the uncertainties discussed.

The determination of the lowest pressure at which melting occurred
(triple point) was made from the resistively heated specimens. By carefully
controlling the pressure it was established in this study that the triple point
was located at 102 atmospheres. The corresponding temperature for this
pressure based upon the ""corrected' resistively heated specimen data was
determined to be 4100°K for both graphites. On the basis of the arc data
however this temperature would be 42000K for ATJ-S and approximately
43000K for pyrolytic graphite. The variation in the behavior of the materials
in the two heating e. vironments can be attributed to a number of factors.
Emissivity data quality is probably the primary influence on the results.
As brought out in the report emissivity values for a nominal "graphite"
material were also applied to ATJ-S and in so doing quantitative values had
to be inferred for the appropriate spectral regions. Since the optical sensors
used in the arc and resistance heater test environments operated in different
spectral regions, small errors in emissivity could easily account for the
100°K difference in melt temperature indicated in Figure 30 for the two
techniques. The emissivity uncertainty is more probable for the case of
pyrolytic graphite gince its emissivity is considerably lower than the black
body value. The value of 0.7 chosen for both the visible and infra-red region
of the spectrum was clearly a consensus of the data available with no attempt
made to establish a spectral variation. It was felt that the extent of the
available data did not warrant its extrapolation to establish a spectral de-
pendence. Here again the potential error in emissivity values could easily
expiain the temperature difference (2009K) shown in Figure 33 for pyrolytic
graphite in the two environments.

Another factor that had to be evaluated as a possible influence on
the temperature measurements and more 8o for the resistance heating testing
was the possible presence of vapor at the time of melt onset. After analyzing
the data it was felt that the purge gas arrangement had been rather effective,
however, there was considerable vapor deposited on the specimens at the
conclusion of testing. While it was inferred that the deposition occurred
after test, positive proof of this does not exist. The presence of vapor in
the optical path would result in a decrease in measured temperature values.

Also shown in Figure 33 are results from Reference 6, The curve
represents the solid-liquid boundary as established in that study for a nuclear
grade graphite (LANG) determined using resistance heating. Comparison of
that work with the data in this report shows the values of Reference 6 to be
about 1000K higher than the ATJ-S data obtained resistively but in general
agreement with the ATJ-S arc data. In view of the varicus factors discussed
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that could have influenced the present results there does not appear to be any
reason to explore further the slight difference between the results of Reference
6 and the present study.

F. Concluding Remarks

The experimental study described in this report was motivated to
provide additional data on the melting of graphite which could assist in the
resolution of apparent inconsistencies in existing results. Prior to this study
data on melting had been obtained primarily from resistance heated specimens
and was inferred from low pressure vaporization studies. The specific obj .-
tive of the present work was to generate melting on externally heated specimens
and compare these data with melting produced resistively. Experiments run
in an arc heater did produce melted specimens whereas attempts with laser
heating were unsuccessful. Using a resistance heater arrangement melted
specimens were also generated for comparison purposes.

The major effort during the study was spent trying to generate an
environment in which melting occurred on the external surface cf a specimen
in such 2 manner that the surface could still be observed to monitor its tem-
perature. Whereas it was not too difficult to evolve an approach to heat the
specimens to the melting temperature, it was extremely difficult to make an
accurate measurement of surface temperature. The use of a scanning spectro-
meter with which to make surface radiation measurements from which to
determine surface temperature initially seemed quite simple. It was hypo-
thesized that optical "windows' would be available in the plasma and carbon
vapor spectrum that specimen surface radiation could be observed. Because
of the high pressure test environment, however, plasma radiation was intense.
Not only were atomic lines and band systems present in these environments
but contimium as weli. This superposition of contimium plasma radiation over
the continuum radiation of the specimen surface negated any chance of an
accurate measuremerit of specimen surface temperature. To overcome this
problem it became necessary to observe the test specimens from the back
face. Unfortunately this eliminated any chance of sensing changes in radiation
intensity as influenced by changes in surface reflectivity produced by phase
change from the solid to the liquid, Although the problem was acute with the ’
spectrometer operating in the infrared spectrum, it would not have been much
better if the instrument were modified to operate in the visible or ultra-violet. !

Another problem area that became apparent in the study for both :
the arc heated and resistance heated testing was that of material emissivity. ;
In the arc testing since the heating was applied on the front face it was not
possible to employ a black body cavity within which to measure material
temperature. This necessitated the use of emissivity corrections to the b
brightness temperature data and since such data are sparse, some uncertainty :
in the reduced temperature values follows. The problem of emissivity was - 8
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much more complex with the pyrolytic graphite material because of its lower
emissivity values and the greater spectral dependence of the data.

Emissivity also became a problem in interpreting resistance
heated specimen results. Because of optical instrument limitations the
viewing cavity in the spec’ -ns was increased sufficiently to nullify the
effectiveness of the cavity . . a black body opening. Here again the problem
was more severe with the pyrolytic graphite material than with the ATJ-S
graphite. In view of this it would appear that in any future work a material

such as pyroiytic graphite not be used; a better candidate would be purified
ATJ material,

Considering the problem of carbon vapor and its effect on the
results, in general it is felt that the purging technique employed was rather
successful. Although vapor deposition was observed in both types of heating
experiments at the end of a test when the hardware was disassembled, it
seems highly probable that during testing the presence of vapor in the optical
path was negligible and did not affect the measurements. The utility of the
guard heater in eliminating vapor condensation in the resistance heating tests
appears to have been masked by the extension of the purge gas tube up to the
immediate proximity of the test specimen cavity. However, the guard heater
did assist in minimizing specimen heat transier losses. Although guard heater
effectiveness could be explored in any subsequent investigation, the purge gas
arrangement employed may be more effective.

In summary, the experimental study that was conducted produced
additional data employing both extermal heating (arc) and internal heating
(resistance) techniquas to determine the melting behavior of graphite. While
there are certain reservations in the interpretation of the data, the results
as such do not indicate any large differences from data previously obtained
by other investigators such as Schoessow 8. Because of various experimental
difficulties the scatter in the melt temperature values especially for externally
heated specimens was greater than expected, however, before better measure-
ments can be made in the high pressure environments improved instrumentation
techniques must be evolved.
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FIGURE la HIGH PRES3URE ARC, MK II
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FIGURE 2 PULSED LASER USED FOR SPECIMEN FEATING
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FIGURE 8 ARC HEATED PYROLYTIC GRAPHITE SPECIMEN SHOWING

SOLIDIFIED NODULES ON SURFACE, AT TX AND 148 ATM
IN ARGON
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FIGURE 12 ARC HEATED PYROLYTIC GRAPHITE SPECIMEN
AFTER TEST SHOWING RECESSION OF FRUNT
SURFACE THROUGH TO BACK SURFACE, AT
2X AND 153 ATM IN NITROGEN
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FIGURE 15 SECTIONED ATJ-S SPECIMEN AFTER RESISTANCE

HEATING SHOV/ING SOLIDIFIED INTERIOR AND
EXPANDED CRCSSSECTION AT 5.5X AND 135 ATM
IN ARGON
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FIGURE 17 SHORT AND LONG WAVELENGTH
SPFCTROMETER SCANS
(LLACK BODY at 1273°K)
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FIGURE 18 ATJ-& SPECIMENS HEATED IN NITROGEN
ENVIRONMENT IN ARC HEATER
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FIGURE 19 PYROLYTIC GRAPHITE SPECTMEN HEATED
IN NITROGEN ENVIRONMENT IN ARC HEATrR
P =164 ATM (3, X)

54




N RN i g

FIGURE 20 POLISHED SECTICN OF DROP COLLECTED FKROM GRAPHITE
SAMPLE RESISTANCE HEATED TO HIGH PRESSURE, SHOWING
“COLLAPSED'' FORM AND CRYSTALS IN THE VICINITY OF THE
BUCKLF! SIDE; LEFT: 30 X; RIGHT, 160 X.

P = 203..TM, NITROGEN GA3
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FIGURE 21 CRYSTALS IN SOLIDIFIE:" DROP SHOWN IN FIGURE 20,
PHOTOGRAPHEL AT 860 X WITH OIL IMMERSION LENS IN
POLARIZED LIGKET; TOP: TWO REGICNs NEAR SURFACE OF
DROP; BOTTOM: REGIONS FROM (ENTER GF DROP SHOWING
DIFFERENCES IN CRYSTAL SIZE
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FIGURE 26 ARC-HEATED PYROLYTIC GRAPHITE SHOWING DROPLET
FORMED AT 157 ATM; LEFT: 100 X; RIGHT: 880 X. NOTE
TENDENCY OF CRYSTAL GROWING FROM THE SURFACE

TO ORIENT PARALLEL TC THE P'"ROLYTIC GRAFPHITE PLANES.

(ARGON GAS)

FIGURE 27 ARC-HEATED ATJ-S SHOWING DROPLET FORMED AT
167 ATM, AT 500 X (ARGON GAS)
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FIGURE 28 APFEARANCE OF GRAPHITE CRYSTALS ON THE SURFACE
(LEFT) AND WITHIN A GRAPHITE DROPLET (RIGHT) AS SHOWN

BY SCANNING ELECTRON MICROSCOPY. 2000 X.
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FIGURE 29 STEREOSCOPIC VIEWS OF A GRAPHITE DROPLET
SHOWING SURFACE ORIENTATION OF GRAPHITE
CRYSTALS; TOP: 20 X; BOTTOM: 500 X,




FIGURE 30 STEREOSCOPIC VIEWS OF SAME GRAPHITE DROP
SHOWN IN FIGURE 28 AFTER SECTIONING WITH A
BLADE: TOP: 20 X; BOTTOM: 500 X,

65




PRESSURE, ATM

340

300

260

220

180

140

100

MAT'L | GAS | ARC | RESIST.

ATJS A 0 »

ATJS N, | 0 8

PG A Py A

PG N, | O o s
A
B
[ ]
A
"

]
o o
BRIGHTNESS TEMP,, °K
A L 1 i i\
1.0 2.0 3.0 4.0
FIGURE 31 GRAPHITE PHASE DIAGRAM
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PRESSURE, ATM

[ MAT'L | GAS | ARC | RESIST.
ATI-S | A | ™
340, | ATJ-8§ | N, | O ¢ _~REF.5
PG A ¢ 'y o
PG N, | © e o
300
TRIPLE POINTS 4
*
2gol | TTEM | HEATING P OT ™
ATM K q
TP-1 | RESIST: 102 | 4100 ’r
ATJ-S & PG
2201 \Tp-2 | ARC: ATJ-S | 102 [4200f 4
TP-2 | ARC: PG 102 | 4300
&
X
180{ Corrected for Emissivity
YA’
& 0
1400
TP = 102 -
AT N
100} T
o S—
TP-1 — ~TP-3
TP-2
A4 J A4 A L
1 2 3 4 5
SURFACE TEMP, °k
FIGURE 33.  CORRECTED GRAPHITE PHASE DIAGRAM
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TABLE I

CHEMICAL ANALYSES GF GRAPHITE MATERIALS

bl

Material Eiement (PPM)
Na Fe |Al Mg Ash
ATJ-S 7 | % 1.4 334
ATJ 3.0- 1.1 12- 1.6~ | 0, 35- 440
{Purified) 6.5 2.8 174 |54 |5.6
Pyrolytic 0.1- 0.06-| 1.0 | 0.01-] O, 15- 10-
Graphite 1.3 4,7 0.33 | 6.0 30

Nl o

*Not Available
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TEST DATA - ARC HEATING

TABLE I

Mat'l Gas Press, Temp. Temp,
atm oK OK
€=10 €=.89
ATJS Argon 174 3820 4055
172 4050 4307
161 4330 4614
156 4040 4296
141 4010 4263
-
ATJS Nitrogen 172 3960 4208
168 4020 4274
163 3810 4044
169 3860 4589
e = 1' 0 6 = 7
Pyrolytic Argon 173 3750 4371
Graphite 169 3840 4484
154 3720 4334
151 3680 4284
Pyrolytic Nitrogen 171 3860 4506
Graphite 170 3800 4434
157 3770 4396
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TABLE II

12ZST DATA - RESISTANCE HEATING

Mat'l Gas Preass. Temp., Temp, i
atm OK ¢ !
| €=1.0 € =.89
ATJS Argon 310 4090 4180
285 3910 3992
262 4050 410 ‘
252 3640 4043
248 3950 4034
238 4010 4096
232 3960 4044
| 196 4080 4148
g 158 3960 4044
| 138 4220 4316
118 3820 3808
106 4080 4169
ATJS Nitrogen 251 3860 3940
241 3830 3908
204 3980 .64
15 3930 4013
154 3840 3919
108 3920 4002
103 3970 4054
€ =1.0 €=.17
Pyrolytic Argon 27" 3780 4024
Graphite 264 3810 4058
258 3920 4183
247 3850 4104
237 3820 4070
216 3810 4058
191 3720 3956
Pyrolytic Nitrogen 238 3820 4183
Graphite 205 3870 4)26
201 3800 4047
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